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ABSTRAK 

 

Carissa Rahmitasari/A420150154, KUALITAS KERTAS SENI DARI KOMBINASI 

LIMBAH AMPAS TEBU DAN KULIT JAGUNG DENGAN BAHAN PEREKAT 

PVAC DAN TEPUNG UMBI SINGKONG. Skripsi. Fakultas Keguruan dan Ilmu 

Pendidikan, Universitas Muhammadiyah Surakarta. Juni, 2019. 
 

Ampas tebu dan kulit jagung merupakan limbah dengan kandungan selolusa cukup 

tinggi, sehingga dijadikan bahan baku dalam pembuatan kertas. Tujuan penelitian ini 

untuk mengetahui kualitas kertas seni dari kombinasi ampas tebu dan kulit jagung dengan 
bahan perekat PVAc dan tepung umbi singkong melalui uji kekuatan tarik, ketahanan 

sobek dan uji sensoris. Penelitian ini menggunakan metode Rancangan Acak Lengkap 

(RAL) pola factorial dengan 3 kali pengulangan. Faktor 1 : kombinasi antara ampas tebu 
dan kulit jagung (A), A1 (50:50), A2 (30:70), A3(40:60). Faktor 2 : bahan perekat (P), P1 

(PVAc 5%), P2(tepung umbi singkong 5%). Teknik pengumpulan data pada penelitian ini 

adalah deskriptif kualitatif . Hasil penelitian menunjukkan kekuatan tarik kertas tertinggi 
pada perlakuan A3P2yaitu 16.7547 MPa, sedangkan Ketahanan sobek  tertinggi pada 

perlakuan A2P2 yaitu 1.97295 MPa Kertas yang paling disukai masyarakat pada perlakuan 

A2P1 karena masyarakat menyukai warnanya yang cerah, seratnya tidak terlalu nampak, 

dan tekstur halus. Terdapat  perbedaan kualitas kertas seni dari perbandingan limbah 
ampas tebu dan kulit jagung  yang berbeda dengan bahan perekat PVAc dan tepung umbi 

singkong.  

 
Kata Kunci : kertas seni, Ampas tebu, kulit jagung, PVAc, tepung umbi singkong. 
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ABSTRACT 

 

Carissa Rahmitasari/A420150154, QUALITY ART PAPER OF COMBINATION 

BETWEEN BAGASSE AND CORN PEEL WITH PVAC ADHESIVE AND 

CASSAVA POWDER. Thesis. Faculty of teacher training and education, 

Muhammadiyah University of Surakarta. June, 2019. 

 

Bagasse and corn peel is a waste with a high content of Selolusa, so it is used as a 

raw material in the manufacture of paper. The purpose of this research is to knowing the 

quality of art paper from the combination of bagasse and corn peel with PVAc adhesive 
and cassava powder  through tensile strength test, tear resistance and sensory test. This 

study use the detailed random draft (RAL) method of factorial pattern with three times 

repetition. Factor 1: Combination of bagasse  and corn peel (A), A1 (50:50), A2 (30:70), 
A3 (40:60). Factor 2: Adhesive material (P), P1 (PVAc 5%), P2 (cassava powder 5%). The 

data collection techniques on this research is qualitative descriptive. The results showed 

that the highest tensile strength of paper at the A3P2 treatment of 16.7547 MPa treatment, 
while the highest tear resistance at the A2P2 treatment of 1.97295 MPa was the most 

favored community paper on A2P1 treatment because people like the bright color, the 

fibers are not too visible, and the texture is subtle. There are any differences of the art 

paper quality from the comparison of bagasse and corn peel with PVAc and cassava 
powder on it’stensile strength, tearing strength, and sensory testing. 

 

Keywords: Art paper, bagasse, corn peel, PVAc, cassava powder. 
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